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European foreword

This document (EN 10305-2:2016) has been prepared by Technical Committee ECISS/TC 110 “Steel
tubes and iron and steel fittings”, the secretariat of which is held by UNI.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by September 2016 and conflicting national standards
shall be withdrawn at the latest by September 2016.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent
rights.

This document supersedes EN 10305-2:2010.
[n comparison with the previous edition, the following technical changes have been made:
a) References were adapted;

b) The options were renumbered in such a way that now throughout all parts the number of options
are the same;

c) Editorial updates.

EN 10305, Steel tubes for precision applications — Technical delivery conditions, consists of the following
parts:

— Part 1: Seamless cold drawn tubes

— Part 2: Welded cold drawn tubes

— Part 3: Welded cold sized tubes

— Part 4: Seamless cold drawn tubes for hydraulic and pneumatic power systems

— Part 5: Welded cold sized square and rectangular tubes

— Part 6: Welded cold drawn tubes for hydraulic and pneumatic power systems

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria,
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,

Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland,
Turkey and the United Kingdom.
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1 Scope

This European Standard specifies the technical delivery conditions for welded cold drawn steel tubes of
circular cross section for precision applications with specified outside diameter D < 150 mm.

This document may also be applied to other types of cross section.

Tubes according to this document are characterized by having precisely defined tolerances on
dimensions and a specified maximum surface roughness. Typical fields of application are in the
automotive, furniture and general engineering industries.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated
references, the latest edition of the referenced document (including any amendments) applies.

EN 10020:2000, Definition and classification of grades of steel

EN 10021:2006, General technical delivery conditions for steel products

EN 10027-1, Designation systems for steels - Part 1: Steel names

EN 10027-2, Designation systems for steels - Part 2: Numerical system

EN 10052:1993, Vocabulary of heat treatment terms for ferrous products

EN 10168, Steel products - Inspection documents - List of information and description
EN 10204, Metallic products - Types of inspection documents

EN 10266:2003, Steel tubes, fittings and structural hollow sections - Symbols and definitions of terms for
use in product standards

EN ISO 377, Steel and steel products - Location and preparation of samples and test pieces for mechanical
testing (1SO 377)

EN ISO 2566-1, Steel - Conversion of elongation values - Part 1: Carbon and low alloy steels (1SO 2566-1)

EN [SO 4287, Geometrical product specifications (GPS) - Surface texture: Profile method - Terms,
definitions and surface texture parameters (I1SO 4287)

EN 1SO 6892-1, Metallic materials - Tensile testing - Part 1: Method of test at room temperature
(ISO 6892-1)

EN ISO 8492, Metallic materials - Tube - Flattening test (1SO 8492)
EN ISO 8493, Metallic materials - Tube - Drift-expanding test (ISO 8493)
EN ISO 10893-1, Non-destructive testing of steel tubes - Part 1: Automated electromagnetic testing of

seamless and welded (except submerged arc-welded) steel tubes for the verification of hydraulic
leaktightness (1SO 10893-1)
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